
BRIEF REPORTS

Structure, structural phase transitions, mechanical properties, defects

Spring constant of microcantilevers in fundamental and higher eigenmodes (4 pages) . . . . . . . . . . . . . . . . . . . . 172101

J. Kokavecz and A. Mechler

First-principles calculations of structural changes in B2O3 glass under pressure (4 pages) . . . . . . . . . . . . . . . . . 172102

K. Trachenko, V. V. Brazhkin, G. Ferlat, M. T. Dove, and Emilio Artacho

Direct observation of the soft mode in the paraelectric phase of PbTiO3 by confocal micro-Raman scattering
(4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172103

Hwee Ping Soon, Hiroki Taniguchi, Yasuhiro Fujii, Mitsuru Itoh, and Makoto Tachibana

Low-lying phonons in NaBH4 studied by inelastic scattering of synchrotron radiation (4 pages) . . . . . . . . . . . . 172104

D. Chernyshov, A. Bosak, V. Dmitriev, Y. Filinchuk, and H. Hagemann

Bismuth-induced deep levels and carrier compensation in CdTe (4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172105

Mao-Hua Du

Magnetism

Transition metal sublattice magnetization and the anomalous Hall effect in �110�-ErFe2 /YFe2 multilayers
(4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172401

K. N. Martin, C. Morrison, G. J. Bowden, P. A. J. de Groot, and R. C. C. Ward

Second-order critical lines of spin-S Ising models in a splitting field using Grassmann techniques
(4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172402

J.-Y. Fortin and M. Clusel

Effect of spin diffusion on spin torque in magnetic nanopillars (4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172403

Sergei Urazhdin and Scott Button

Electric properties of generalized domain walls and spin spirals in permalloy (4 pages) . . . . . . . . . . . . . . . . . . . 172404

P. Weinberger

Correlation of structural phase transition and electrical transport properties of manganite films on SrTiO3

(4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172405

M. Egilmez, M. M. Saber, I. Fan, K. H. Chow, and J. Jung

Optical spectra of the heavy fermion uniaxial ferromagnet UGe2 (4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172406

V. Guritanu, N. P. Armitage, R. Tediosi, S. S. Saxena, A. Huxley, and D. van der Marel

PHYSICAL REVIEW B
For editorial and subscription correspondence,

please see inside front cover

„ISSN: 1098-0121…

PERIODICALS
Postmaster send address changes to:

APS Subscription Services
Suite 1NO1

2 Huntington Quadrangle
Melville, NY 11747-4502

THIRD SERIES, VOLUME 78, NUMBER 17 CONTENTS NOVEMBER 2008-1(I)

Copyright 2008 by The American Physical Society

(Continued)
The editors and referees of PRB find these papers to be of particular interest, importance, or clarity. Please see our Announcement Phys. Rev. B 77, 130001 �2008�.

http://link.aps.org/abstract/PRB/v78/e172101
http://link.aps.org/abstract/PRB/v78/e172101
http://link.aps.org/abstract/PRB/v78/e172101
http://link.aps.org/abstract/PRB/v78/e172102
http://link.aps.org/abstract/PRB/v78/e172102
http://link.aps.org/abstract/PRB/v78/e172102
http://link.aps.org/abstract/PRB/v78/e172103
http://link.aps.org/abstract/PRB/v78/e172103
http://link.aps.org/abstract/PRB/v78/e172103
http://link.aps.org/abstract/PRB/v78/e172103
http://link.aps.org/abstract/PRB/v78/e172104
http://link.aps.org/abstract/PRB/v78/e172104
http://link.aps.org/abstract/PRB/v78/e172104
http://link.aps.org/abstract/PRB/v78/e172105
http://link.aps.org/abstract/PRB/v78/e172105
http://link.aps.org/abstract/PRB/v78/e172105
http://link.aps.org/abstract/PRB/v78/e172401
http://link.aps.org/abstract/PRB/v78/e172401
http://link.aps.org/abstract/PRB/v78/e172401
http://link.aps.org/abstract/PRB/v78/e172401
http://link.aps.org/abstract/PRB/v78/e172402
http://link.aps.org/abstract/PRB/v78/e172402
http://link.aps.org/abstract/PRB/v78/e172402
http://link.aps.org/abstract/PRB/v78/e172402
http://link.aps.org/abstract/PRB/v78/e172403
http://link.aps.org/abstract/PRB/v78/e172403
http://link.aps.org/abstract/PRB/v78/e172403
http://link.aps.org/abstract/PRB/v78/e172404
http://link.aps.org/abstract/PRB/v78/e172404
http://link.aps.org/abstract/PRB/v78/e172404
http://link.aps.org/abstract/PRB/v78/e172405
http://link.aps.org/abstract/PRB/v78/e172405
http://link.aps.org/abstract/PRB/v78/e172405
http://link.aps.org/abstract/PRB/v78/e172405
http://link.aps.org/abstract/PRB/v78/e172406
http://link.aps.org/abstract/PRB/v78/e172406
http://link.aps.org/abstract/PRB/v78/e172406


Superfluidity and superconductivity

Ab initio study of superconducting hexagonal Be2Li under pressure (4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . 172501

Ion Errea, Miguel Martinez-Canales, and Aitor Bergara

Nontrivial interplay of superconductivity and spin-orbit coupling in noncentrosymmetric ferromagnets
(4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172502

Jacob Linder, Andriy H. Nevidomskyy, and Asle Sudbø

Superconductivity at 43 K at ambient pressure in the iron-based layered compound La1−xYxFeAsOy

(4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172503

Parasharam M. Shirage, Kiichi Miyazawa, Hijiri Kito, Hiroshi Eisaki, and Akira Iyo

Superconductivity in SrNi2As2 single crystals (3 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172504

E. D. Bauer, F. Ronning, B. L. Scott, and J. D. Thompson

Muon-spin-rotation study of the superconducting properties of Mo3Sb7 (4 pages) . . . . . . . . . . . . . . . . . . . . . . . . 172505

V. H. Tran, A. D. Hillier, D. T. Adroja, and Z. Bukowski

Roles of spin fluctuation and frustration in the superconductivity of �-�BDA-TTP�2X �X=SbF6,AsF6� under
uniaxial compression (4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172506

Hiroshi Ito, Tetsuo Ishihara, Hisaaki Tanaka, Shin-ichi Kuroda, Takeo Suzuki, Seiichiro Onari,
Yukio Tanaka, Jun-ichi Yamada, and Koichi Kikuchi

Stress overshoot and configuration-induced hysteresis in type-II superconducting films with a periodic pinning
array (4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172507

Q. H. Chen, C. Carballeira, T. Nishio, B. Y. Zhu, and V. V. Moshchalkov

Mechanism of phase transitions and electronic density of states in LaFeAsO1−xFx and SmFeAsO1−xFx from ab
initio density functional calculations (4 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 172508

Peter V. Sushko, Alexander L. Shluger, Masahiro Hirano, and Hideo Hosono

ARTICLES

Structure, structural phase transitions, mechanical properties, defects

Density-functional investigation of the rhombohedral to simple-cubic phase transition of arsenic
(9 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174101

Patricia Silas, Jonathan R. Yates, and Peter D. Haynes

High-precision measurements of the diamond Hugoniot in and above the melt region (8 pages) . . . . . . . . . . . . 174102

D. G. Hicks, T. R. Boehly, P. M. Celliers, D. K. Bradley, J. H. Eggert, R. S. McWilliams, R. Jeanloz,
and G. W. Collins

Stability of intrinsic defects and defect clusters in LiNbO3 from density functional theory calculations
(12 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174103

Haixuan Xu (徐海譞�, Donghwa Lee (이동화�, Jun He (贺峻�, Susan B. Sinnott, Venkatraman Gopalan,
Volkmar Dierolf, and Simon R. Phillpot

Guided elastic waves at a periodic array of thin coplanar cavities in a solid (11 pages) . . . . . . . . . . . . . . . . . . . 174104

A. G. Every

Ab initio study of Pb antisite defects in PbZrO3 and Pb�Zr,Ti�O3 (5 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174105

R. Kagimura and D. J. Singh

CONTENTS - Continued

PHYSICAL REVIEW B THIRD SERIES, VOLUME 78, NUMBER 17 NOVEMBER 2008-1(I)

(Continued)
The editors and referees of PRB find these papers to be of particular interest, importance, or clarity. Please see our Announcement Phys. Rev. B 77, 130001 �2008�.

http://link.aps.org/abstract/PRB/v78/e172501
http://link.aps.org/abstract/PRB/v78/e172501
http://link.aps.org/abstract/PRB/v78/e172501
http://link.aps.org/abstract/PRB/v78/e172502
http://link.aps.org/abstract/PRB/v78/e172502
http://link.aps.org/abstract/PRB/v78/e172502
http://link.aps.org/abstract/PRB/v78/e172502
http://link.aps.org/abstract/PRB/v78/e172503
http://link.aps.org/abstract/PRB/v78/e172503
http://link.aps.org/abstract/PRB/v78/e172503
http://link.aps.org/abstract/PRB/v78/e172503
http://link.aps.org/abstract/PRB/v78/e172504
http://link.aps.org/abstract/PRB/v78/e172504
http://link.aps.org/abstract/PRB/v78/e172504
http://link.aps.org/abstract/PRB/v78/e172505
http://link.aps.org/abstract/PRB/v78/e172505
http://link.aps.org/abstract/PRB/v78/e172505
http://link.aps.org/abstract/PRB/v78/e172506
http://link.aps.org/abstract/PRB/v78/e172506
http://link.aps.org/abstract/PRB/v78/e172506
http://link.aps.org/abstract/PRB/v78/e172506
http://link.aps.org/abstract/PRB/v78/e172506
http://link.aps.org/abstract/PRB/v78/e172507
http://link.aps.org/abstract/PRB/v78/e172507
http://link.aps.org/abstract/PRB/v78/e172507
http://link.aps.org/abstract/PRB/v78/e172507
http://link.aps.org/abstract/PRB/v78/e172508
http://link.aps.org/abstract/PRB/v78/e172508
http://link.aps.org/abstract/PRB/v78/e172508
http://link.aps.org/abstract/PRB/v78/e172508
http://link.aps.org/abstract/PRB/v78/e174101
http://link.aps.org/abstract/PRB/v78/e174101
http://link.aps.org/abstract/PRB/v78/e174101
http://link.aps.org/abstract/PRB/v78/e174101
http://link.aps.org/abstract/PRB/v78/e174102
http://link.aps.org/abstract/PRB/v78/e174102
http://link.aps.org/abstract/PRB/v78/e174102
http://link.aps.org/abstract/PRB/v78/e174102
http://link.aps.org/abstract/PRB/v78/e174103
http://link.aps.org/abstract/PRB/v78/e174103
http://link.aps.org/abstract/PRB/v78/e174103
http://link.aps.org/abstract/PRB/v78/e174103
http://link.aps.org/abstract/PRB/v78/e174103
http://link.aps.org/abstract/PRB/v78/e174104
http://link.aps.org/abstract/PRB/v78/e174104
http://link.aps.org/abstract/PRB/v78/e174104
http://link.aps.org/abstract/PRB/v78/e174105
http://link.aps.org/abstract/PRB/v78/e174105
http://link.aps.org/abstract/PRB/v78/e174105


Strain-induced first-order orbital flip transition and coexistence of charge-orbital ordered phases in
Pr0.5Ca0.5MnO3 (9 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174106

P. R. Sagdeo, N. P. Lalla, A. V. Narlikar, D. Prabhakaran, and A. T. Boothroyd

Broken symmetry phase in solid para-hydrogen: Quantum mechanical calculation of the transition pressure at
T=0 (6 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174107

Massimo Moraldi

Elastic properties and freezing of argon confined in mesoporous glass (8 pages) . . . . . . . . . . . . . . . . . . . . . . . . . 174108

Klaus Schappert and Rolf Pelster

Triple fcc-bcc-liquid point on the Xe phase diagram determined by the N-phase method (7 pages) . . . . . . . . . . 174109

Anatoly B. Belonoshko

Applicability of an iterative inversion algorithm to the diffraction patterns from inhomogeneously strained
crystals (8 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174110

A. A. Minkevich, T. Baumbach, M. Gailhanou, and O. Thomas

Inhomogeneous, disordered, and partially ordered systems

Collapse of an ice clathrate under pressure observed via thermal conductivity measurements (9 pages) . . . . . . 174201

Ove Andersson and G. P. Johari

Two-order-parameter description of liquid Al under five different pressures (6 pages) . . . . . . . . . . . . . . . . . . . . . 174202

Y. D. Li, Qing-Hai Hao, Qi-Long Cao, and C. S. Liu

Dynamics, dynamical systems, lattice effects, quantum solids

Effects of O vacancies and N or Si substitutions on Li+ migration in Li3PO4 electrolytes from first principles
(13 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174301

Yaojun A. Du and N. A. W. Holzwarth

Influence of lattice heating time on femtosecond laser-induced strain waves in InSb (11 pages) . . . . . . . . . . . . . 174302

F. S. Krasniqi, S. L. Johnson, P. Beaud, M. Kaiser, D. Grolimund, and G. Ingold

Lattice dynamical calculation of negative thermal expansion in ZrV2O7 and HfV2O7 (5 pages) . . . . . . . . . . . . . 174303

R. Mittal and S. L. Chaplot

Dynamics of a Duffing nanomechanical resonator coupled to a single-electron transistor: A master equation
approach (16 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174304

Subramanian Ramakrishnan, Yuriy Gulak, and Haym Benaroya

Double-peak structure of the nonresonant photoresponse of terahertz quantum Hall detectors (5 pages) . . . . . . 174305

G. Nachtwei, F. Gouider, C. Stellmach, G. Vasile, Yu. B. Vasilyev, G. Hein, and R. R. Gerhardts

Sagittal acoustic waves in finite solid-fluid superlattices: Band-gap structure, surface and confined modes, and
omnidirectional reflection and selective transmission (23 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174306

Y. El Hassouani, E. H. El Boudouti, B. Djafari-Rouhani, and H. Aynaou

Numerical study of the noise power of a carbon nanowire network (6 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . 174307

Chenggang Zhou and X.-G. Zhang

Relaxation process from photoinduced states of double-step spin-crossover systems using a kinetic
two-sublattice Ising-like model including intra-site coupling (11 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174308

Shinichiro Mouri, Koichiro Tanaka, Sébastien Bonhommeau, Nawel Ould Moussa, Gábor Molnár, and
Azzedine Bousseksou

CONTENTS - Continued

PHYSICAL REVIEW B THIRD SERIES, VOLUME 78, NUMBER 17 NOVEMBER 2008-1(I)

(Continued)
The editors and referees of PRB find these papers to be of particular interest, importance, or clarity. Please see our Announcement Phys. Rev. B 77, 130001 �2008�.

http://link.aps.org/abstract/PRB/v78/e174106
http://link.aps.org/abstract/PRB/v78/e174106
http://link.aps.org/abstract/PRB/v78/e174106
http://link.aps.org/abstract/PRB/v78/e174106
http://link.aps.org/abstract/PRB/v78/e174107
http://link.aps.org/abstract/PRB/v78/e174107
http://link.aps.org/abstract/PRB/v78/e174107
http://link.aps.org/abstract/PRB/v78/e174107
http://link.aps.org/abstract/PRB/v78/e174108
http://link.aps.org/abstract/PRB/v78/e174108
http://link.aps.org/abstract/PRB/v78/e174108
http://link.aps.org/abstract/PRB/v78/e174109
http://link.aps.org/abstract/PRB/v78/e174109
http://link.aps.org/abstract/PRB/v78/e174109
http://link.aps.org/abstract/PRB/v78/e174110
http://link.aps.org/abstract/PRB/v78/e174110
http://link.aps.org/abstract/PRB/v78/e174110
http://link.aps.org/abstract/PRB/v78/e174110
http://link.aps.org/abstract/PRB/v78/e174201
http://link.aps.org/abstract/PRB/v78/e174201
http://link.aps.org/abstract/PRB/v78/e174201
http://link.aps.org/abstract/PRB/v78/e174202
http://link.aps.org/abstract/PRB/v78/e174202
http://link.aps.org/abstract/PRB/v78/e174202
http://link.aps.org/abstract/PRB/v78/e174301
http://link.aps.org/abstract/PRB/v78/e174301
http://link.aps.org/abstract/PRB/v78/e174301
http://link.aps.org/abstract/PRB/v78/e174301
http://link.aps.org/abstract/PRB/v78/e174302
http://link.aps.org/abstract/PRB/v78/e174302
http://link.aps.org/abstract/PRB/v78/e174302
http://link.aps.org/abstract/PRB/v78/e174303
http://link.aps.org/abstract/PRB/v78/e174303
http://link.aps.org/abstract/PRB/v78/e174303
http://link.aps.org/abstract/PRB/v78/e174304
http://link.aps.org/abstract/PRB/v78/e174304
http://link.aps.org/abstract/PRB/v78/e174304
http://link.aps.org/abstract/PRB/v78/e174304
http://link.aps.org/abstract/PRB/v78/e174305
http://link.aps.org/abstract/PRB/v78/e174305
http://link.aps.org/abstract/PRB/v78/e174305
http://link.aps.org/abstract/PRB/v78/e174306
http://link.aps.org/abstract/PRB/v78/e174306
http://link.aps.org/abstract/PRB/v78/e174306
http://link.aps.org/abstract/PRB/v78/e174306
http://link.aps.org/abstract/PRB/v78/e174307
http://link.aps.org/abstract/PRB/v78/e174307
http://link.aps.org/abstract/PRB/v78/e174307
http://link.aps.org/abstract/PRB/v78/e174308
http://link.aps.org/abstract/PRB/v78/e174308
http://link.aps.org/abstract/PRB/v78/e174308
http://link.aps.org/abstract/PRB/v78/e174308
http://link.aps.org/abstract/PRB/v78/e174308


Magnetism

Two-variable anharmonic model for spin-crossover solids: A like-spin domains interpretation (12 pages) . . . . . 174401

W. Nicolazzi, S. Pillet, and C. Lecomte

Suppression of spin-state transition in epitaxially strained LaCoO3 (5 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174402

C. Pinta, D. Fuchs, M. Merz, M. Wissinger, E. Arac, H. v. Löhneysen, A. Samartsev, P. Nagel, and
S. Schuppler

Magnetostatic dipolar domain-wall pinning in chains of permalloy triangular rings (7 pages) . . . . . . . . . . . . . . 174403

P. Vavassori, D. Bisero, V. Bonanni, A. Busato, M. Grimsditch, K. M. Lebecki, V. Metlushko, and
B. Ilic

Inelastic electron-magnon interaction and spin transfer torque (5 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174404

T. Balashov, A. F. Takács, M. Däne, A. Ernst, P. Bruno, and W. Wulfhekel

Infrared-active excitations related to Ho3+ ligand-field splitting at the commensurate-incommensurate magnetic
phase transition in HoMn2O5 (8 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174405

A. A. Sirenko, S. M. O’Malley, K. H. Ahn, S. Park, G. L. Carr, and S-W. Cheong

Near-zero-moment ferromagnetism in the semiconductor SmN (5 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174406

C. Meyer, B. J. Ruck, J. Zhong, S. Granville, A. R. H. Preston, G. V. M. Williams, and H. J. Trodahl

Enhanced blocking temperature and isothermal control of hysteresis loop shifts in Co/NiO/�Co/Pt�
heterostructures with orthogonal easy axes (6 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174407

A. Baruth and S. Adenwalla

Spin-torque-induced rotational dynamics of a magnetic vortex dipole (6 pages) . . . . . . . . . . . . . . . . . . . . . . . . . 174408

G. Finocchio, O. Ozatay, L. Torres, R. A. Buhrman, D. C. Ralph, and B. Azzerboni

Magnetic ordering in the double-layered molecular magnet Cu�tetren��W�CN�8�: Single-crystal study
(10 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174409

Maria Bałanda, Robert Pełka, Tadeusz Wasiutyński, Michał Rams, Yasuhiro Nakazawa, Yuji Miyazaki,
Michio Sorai, Robert Podgajny, Tomasz Korzeniak, and Barbara Sieklucka

Edge and impurity response in two-dimensional quantum antiferromagnets (13 pages) . . . . . . . . . . . . . . . . . . . . 174410

Max A. Metlitski and Subir Sachdev

Lieb-Schultz-Mattis theorem for quasitopological systems (12 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174411

Michael Freedman, Chetan Nayak, and Kirill Shtengel

Thermodynamics of a one-dimensional frustrated spin-1
2 Heisenberg ferromagnet (6 pages) . . . . . . . . . . . . . . . . 174412

M. Härtel, J. Richter, D. Ihle, and S.-L. Drechsler

Antiferromagnetism in a Fe50Pt40Rh10 thin film investigated using neutron diffraction (10 pages) . . . . . . . . . . . 174413

D. Lott, J. Fenske, A. Schreyer, P. Mani, G. J. Mankey, F. Klose, W. Schmidt, K. Schmalzl, and
E. V. Tartakovskaya

Exchange bias of singly inverted FeO /Fe3O4 core-shell nanocrystals (6 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . 174414

D. W. Kavich, J. H. Dickerson, S. V. Mahajan, S. A. Hasan, and J.-H. Park

Dynamical correlations in the Sherrington-Kirkpatrick model in a transverse field (8 pages) . . . . . . . . . . . . . . . 174415

Kazutaka Takahashi and Koujin Takeda

Investigation of magnetic fluctuations in Tb2Sn2O7 ordered spin ice by high-resolution energy-resolved
neutron scattering (8 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174416

I. Mirebeau, H. Mutka, P. Bonville, A. Apetrei, and A. Forget

CONTENTS - Continued

PHYSICAL REVIEW B THIRD SERIES, VOLUME 78, NUMBER 17 NOVEMBER 2008-1(I)

(Continued)
The editors and referees of PRB find these papers to be of particular interest, importance, or clarity. Please see our Announcement Phys. Rev. B 77, 130001 �2008�.

http://link.aps.org/abstract/PRB/v78/e174401
http://link.aps.org/abstract/PRB/v78/e174401
http://link.aps.org/abstract/PRB/v78/e174401
http://link.aps.org/abstract/PRB/v78/e174402
http://link.aps.org/abstract/PRB/v78/e174402
http://link.aps.org/abstract/PRB/v78/e174402
http://link.aps.org/abstract/PRB/v78/e174402
http://link.aps.org/abstract/PRB/v78/e174403
http://link.aps.org/abstract/PRB/v78/e174403
http://link.aps.org/abstract/PRB/v78/e174403
http://link.aps.org/abstract/PRB/v78/e174403
http://link.aps.org/abstract/PRB/v78/e174404
http://link.aps.org/abstract/PRB/v78/e174404
http://link.aps.org/abstract/PRB/v78/e174404
http://link.aps.org/abstract/PRB/v78/e174405
http://link.aps.org/abstract/PRB/v78/e174405
http://link.aps.org/abstract/PRB/v78/e174405
http://link.aps.org/abstract/PRB/v78/e174405
http://link.aps.org/abstract/PRB/v78/e174406
http://link.aps.org/abstract/PRB/v78/e174406
http://link.aps.org/abstract/PRB/v78/e174406
http://link.aps.org/abstract/PRB/v78/e174407
http://link.aps.org/abstract/PRB/v78/e174407
http://link.aps.org/abstract/PRB/v78/e174407
http://link.aps.org/abstract/PRB/v78/e174407
http://link.aps.org/abstract/PRB/v78/e174408
http://link.aps.org/abstract/PRB/v78/e174408
http://link.aps.org/abstract/PRB/v78/e174408
http://link.aps.org/abstract/PRB/v78/e174409
http://link.aps.org/abstract/PRB/v78/e174409
http://link.aps.org/abstract/PRB/v78/e174409
http://link.aps.org/abstract/PRB/v78/e174409
http://link.aps.org/abstract/PRB/v78/e174409
http://link.aps.org/abstract/PRB/v78/e174410
http://link.aps.org/abstract/PRB/v78/e174410
http://link.aps.org/abstract/PRB/v78/e174410
http://link.aps.org/abstract/PRB/v78/e174411
http://link.aps.org/abstract/PRB/v78/e174411
http://link.aps.org/abstract/PRB/v78/e174411
http://link.aps.org/abstract/PRB/v78/e174412
http://link.aps.org/abstract/PRB/v78/e174412
http://link.aps.org/abstract/PRB/v78/e174412
http://link.aps.org/abstract/PRB/v78/e174413
http://link.aps.org/abstract/PRB/v78/e174413
http://link.aps.org/abstract/PRB/v78/e174413
http://link.aps.org/abstract/PRB/v78/e174413
http://link.aps.org/abstract/PRB/v78/e174414
http://link.aps.org/abstract/PRB/v78/e174414
http://link.aps.org/abstract/PRB/v78/e174414
http://link.aps.org/abstract/PRB/v78/e174415
http://link.aps.org/abstract/PRB/v78/e174415
http://link.aps.org/abstract/PRB/v78/e174415
http://link.aps.org/abstract/PRB/v78/e174416
http://link.aps.org/abstract/PRB/v78/e174416
http://link.aps.org/abstract/PRB/v78/e174416
http://link.aps.org/abstract/PRB/v78/e174416


Closure magnetization configuration around a single hole in a magnetic film (9 pages) . . . . . . . . . . . . . . . . . . . 174417

G. Rodríguez-Rodríguez, H. Rubio, M. Vélez, A. Pérez-Junquera, J. V. Anguita, J. I. Martín, and
J. M. Alameda

Spin-glass instability of a short-range random spherical ferromagnet (5 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . 174418

P. N. Timonin

Theoretical description of pseudocubic manganites (15 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174419

Chungwei Lin and Andrew J. Millis

Spatially anisotropic Heisenberg kagome antiferromagnet (17 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174420

Andreas P. Schnyder, Oleg A. Starykh, and Leon Balents

Rationale for femtosecond magnetism explored with x-ray core-hole excitation (12 pages) . . . . . . . . . . . . . . . . 174421

L. Braicovich and G. van der Laan

Dynamics of electron-magnon interaction and ultrafast demagnetization in thin iron films (6 pages) . . . . . . . . . 174422

E. Carpene, E. Mancini, C. Dallera, M. Brenna, E. Puppin, and S. De Silvestri

Electron spin resonance in a two-dimensional electron gas induced by current or by electric field
(8 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174423

Zbysław Wilamowski, Włodzimierz Ungier, and Wolfgang Jantsch

Quantum transport in ferromagnetic permalloy nanostructures (6 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174424

D. Neumaier, A. Vogl, J. Eroms, and D. Weiss

Dipolar ordering and quantum dynamics of domain walls in Mn12 acetate (11 pages) . . . . . . . . . . . . . . . . . . . . . 174425

D. A. Garanin and E. M. Chudnovsky

Hot electron transport and a quantitative study of ballistic electron magnetic imaging on Co/Cu multilayers
(10 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174426

A. Kaidatzis, S. Rohart, A. Thiaville, and J. Miltat

Evidence for first-order nature of the ferromagnetic transition in Ni, Fe, Co, and CoFe2O4 (6 pages) . . . . . . . . 174427

Sen Yang, Xiaobing Ren, and Xiaoping Song

Direct determination of the crystal field parameters of Dy, Er, and Yb impurities in the skutterudite compound
CeFe4P12 by electron spin resonance (6 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174428

D. J. Garcia, F. A. Garcia, J. G. S. Duque, P. G. Pagliuso, C. Rettori, P. Schlottmann, M. S. Torikachvili,
and S. B. Oseroff

Using the average spectrum method to extract dynamics from quantum Monte Carlo simulations
(10 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174429

Olav F. Syljuåsen

Superfluidity and superconductivity

Inelastic scattering of quasiparticles in a superconductor with magnetic impurities (13 pages) . . . . . . . . . . . . . . 174501

A. G. Kozorezov, A. A. Golubov, J. K. Wigmore, D. Martin, P. Verhoeve, R. A. Hijmering, and
I. Jerjen

Magnetism driven by anion vacancies in superconducting �-FeSe1−x (5 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . 174502

K.-W. Lee, V. Pardo, and W. E. Pickett

Layered ferromagnet/superconductor heterostructures: Nonequilibrium quasiparticle dynamics and
photodetector applications (7 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174503

D. Pan, G. P. Pepe, V. Pagliarulo, C. De Lisio, L. Parlato, M. Khafizov, I. Komissarov, and
Roman Sobolewski

CONTENTS - Continued

PHYSICAL REVIEW B THIRD SERIES, VOLUME 78, NUMBER 17 NOVEMBER 2008-1(I)

(Continued)
The editors and referees of PRB find these papers to be of particular interest, importance, or clarity. Please see our Announcement Phys. Rev. B 77, 130001 �2008�.

http://link.aps.org/abstract/PRB/v78/e174417
http://link.aps.org/abstract/PRB/v78/e174417
http://link.aps.org/abstract/PRB/v78/e174417
http://link.aps.org/abstract/PRB/v78/e174417
http://link.aps.org/abstract/PRB/v78/e174418
http://link.aps.org/abstract/PRB/v78/e174418
http://link.aps.org/abstract/PRB/v78/e174418
http://link.aps.org/abstract/PRB/v78/e174419
http://link.aps.org/abstract/PRB/v78/e174419
http://link.aps.org/abstract/PRB/v78/e174419
http://link.aps.org/abstract/PRB/v78/e174420
http://link.aps.org/abstract/PRB/v78/e174420
http://link.aps.org/abstract/PRB/v78/e174420
http://link.aps.org/abstract/PRB/v78/e174421
http://link.aps.org/abstract/PRB/v78/e174421
http://link.aps.org/abstract/PRB/v78/e174421
http://link.aps.org/abstract/PRB/v78/e174422
http://link.aps.org/abstract/PRB/v78/e174422
http://link.aps.org/abstract/PRB/v78/e174422
http://link.aps.org/abstract/PRB/v78/e174423
http://link.aps.org/abstract/PRB/v78/e174423
http://link.aps.org/abstract/PRB/v78/e174423
http://link.aps.org/abstract/PRB/v78/e174423
http://link.aps.org/abstract/PRB/v78/e174424
http://link.aps.org/abstract/PRB/v78/e174424
http://link.aps.org/abstract/PRB/v78/e174424
http://link.aps.org/abstract/PRB/v78/e174425
http://link.aps.org/abstract/PRB/v78/e174425
http://link.aps.org/abstract/PRB/v78/e174425
http://link.aps.org/abstract/PRB/v78/e174426
http://link.aps.org/abstract/PRB/v78/e174426
http://link.aps.org/abstract/PRB/v78/e174426
http://link.aps.org/abstract/PRB/v78/e174426
http://link.aps.org/abstract/PRB/v78/e174427
http://link.aps.org/abstract/PRB/v78/e174427
http://link.aps.org/abstract/PRB/v78/e174427
http://link.aps.org/abstract/PRB/v78/e174428
http://link.aps.org/abstract/PRB/v78/e174428
http://link.aps.org/abstract/PRB/v78/e174428
http://link.aps.org/abstract/PRB/v78/e174428
http://link.aps.org/abstract/PRB/v78/e174428
http://link.aps.org/abstract/PRB/v78/e174429
http://link.aps.org/abstract/PRB/v78/e174429
http://link.aps.org/abstract/PRB/v78/e174429
http://link.aps.org/abstract/PRB/v78/e174429
http://link.aps.org/abstract/PRB/v78/e174501
http://link.aps.org/abstract/PRB/v78/e174501
http://link.aps.org/abstract/PRB/v78/e174501
http://link.aps.org/abstract/PRB/v78/e174501
http://link.aps.org/abstract/PRB/v78/e174502
http://link.aps.org/abstract/PRB/v78/e174502
http://link.aps.org/abstract/PRB/v78/e174502
http://link.aps.org/abstract/PRB/v78/e174503
http://link.aps.org/abstract/PRB/v78/e174503
http://link.aps.org/abstract/PRB/v78/e174503
http://link.aps.org/abstract/PRB/v78/e174503
http://link.aps.org/abstract/PRB/v78/e174503


Ground state, phonon spectrum, and superconducting properties of the nonoxide perovskite CdCNi3
(6 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174504

S. Bağcı, S. Duman, H. M. Tütüncü, and G. P. Srivastava

Hidden Fermi liquid: The secret of high-Tc cuprates (6 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174505

P. W. Anderson

Weak-coupling theory of photoemission and inelastic neutron scattering and the mechanism of
superconductivity in the cuprates (8 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174506

Wei-Cheng Lee and A. H. MacDonald

Iron-specific phonon density of states in the superconductors LaFeAsO1−xFx and La1−xCaxFePO (5 pages) . . . . 174507

Satoshi Higashitaniguchi, Makoto Seto, Shinji Kitao, Yasuhiro Kobayashi, Makina Saito, Ryo Masuda,
Takaya Mitsui, Yoshitaka Yoda, Yoichi Kamihara, Masahiro Hirano, and Hideo Hosono

Anomalous Nernst effect from a chiral d-density-wave state in underdoped cuprate superconductors
(5 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174508

Chuanwei Zhang, Sumanta Tewari, Victor M. Yakovenko, and S. Das Sarma

Alternating dynamic state self-generated by internal resonance in stacks of intrinsic Josephson junctions
(6 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174509

A. E. Koshelev

Thermal depinning of fluxons in discrete Josephson rings (9 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174510

J. J. Mazo, F. Naranjo, and K. Segall

Theory of nonequilibrium spin transport and spin-transfer torque in superconducting-ferromagnetic
nanostructures (15 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174511

Erhai Zhao and J. A. Sauls

Quantum efficiency of binary-outcome detectors of solid-state qubits (11 pages) . . . . . . . . . . . . . . . . . . . . . . . . . 174512

Alexander N. Korotkov

Observations of the configuration of the high-field vortex lattice in YBa2Cu3O7: Dependence upon temperature
and angle of applied field (13 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174513

J. S. White, S. P. Brown, E. M. Forgan, M. Laver, C. J. Bowell, R. J. Lycett, D. Charalambous,
V. Hinkov, A. Erb, and J. Kohlbrecher

Electron relaxation in metals: Theory and exact analytical solutions (8 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . 174514

V. V. Kabanov and A. S. Alexandrov

Aharonov-Bohm effect and plasma oscillations in superconducting tubes and rings (7 pages) . . . . . . . . . . . . . . 174515

E. N. Bogachek, I. A. Romanovsky, and Uzi Landman

Nonlinear theory of deformable superconductors: Ginzburg-Landau description (7 pages) . . . . . . . . . . . . . . . . . 174516

Pavel Lipavský, Klaus Morawetz, Jan Koláček, and Ernst Helmut Brandt

Quantum Monte Carlo study of a magnetic-field-driven two-dimensional superconductor-insulator transition
(16 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174517

Kwangmoo Kim and David Stroud

Effect of magnetic impurities on the vortex lattice properties in NbSe2 single crystals (8 pages) . . . . . . . . . . . . 174518

M. Iavarone, R. Di Capua, G. Karapetrov, A. E. Koshelev, D. Rosenmann, H. Claus, C. D. Malliakas,
M. G. Kanatzidis, T. Nishizaki, and N. Kobayashi

Disordered two-dimensional superconductors: Roles of temperature and interaction strength (8 pages) . . . . . . . 174519

Felipe Mondaini, Thereza Paiva, Raimundo R. dos Santos, and R. T. Scalettar

CONTENTS - Continued

PHYSICAL REVIEW B THIRD SERIES, VOLUME 78, NUMBER 17 NOVEMBER 2008-1(I)

(Continued)
The editors and referees of PRB find these papers to be of particular interest, importance, or clarity. Please see our Announcement Phys. Rev. B 77, 130001 �2008�.

http://link.aps.org/abstract/PRB/v78/e174504
http://link.aps.org/abstract/PRB/v78/e174504
http://link.aps.org/abstract/PRB/v78/e174504
http://link.aps.org/abstract/PRB/v78/e174504
http://link.aps.org/abstract/PRB/v78/e174505
http://link.aps.org/abstract/PRB/v78/e174505
http://link.aps.org/abstract/PRB/v78/e174505
http://link.aps.org/abstract/PRB/v78/e174506
http://link.aps.org/abstract/PRB/v78/e174506
http://link.aps.org/abstract/PRB/v78/e174506
http://link.aps.org/abstract/PRB/v78/e174506
http://link.aps.org/abstract/PRB/v78/e174507
http://link.aps.org/abstract/PRB/v78/e174507
http://link.aps.org/abstract/PRB/v78/e174507
http://link.aps.org/abstract/PRB/v78/e174507
http://link.aps.org/abstract/PRB/v78/e174508
http://link.aps.org/abstract/PRB/v78/e174508
http://link.aps.org/abstract/PRB/v78/e174508
http://link.aps.org/abstract/PRB/v78/e174508
http://link.aps.org/abstract/PRB/v78/e174509
http://link.aps.org/abstract/PRB/v78/e174509
http://link.aps.org/abstract/PRB/v78/e174509
http://link.aps.org/abstract/PRB/v78/e174509
http://link.aps.org/abstract/PRB/v78/e174510
http://link.aps.org/abstract/PRB/v78/e174510
http://link.aps.org/abstract/PRB/v78/e174510
http://link.aps.org/abstract/PRB/v78/e174511
http://link.aps.org/abstract/PRB/v78/e174511
http://link.aps.org/abstract/PRB/v78/e174511
http://link.aps.org/abstract/PRB/v78/e174511
http://link.aps.org/abstract/PRB/v78/e174512
http://link.aps.org/abstract/PRB/v78/e174512
http://link.aps.org/abstract/PRB/v78/e174512
http://link.aps.org/abstract/PRB/v78/e174513
http://link.aps.org/abstract/PRB/v78/e174513
http://link.aps.org/abstract/PRB/v78/e174513
http://link.aps.org/abstract/PRB/v78/e174513
http://link.aps.org/abstract/PRB/v78/e174513
http://link.aps.org/abstract/PRB/v78/e174514
http://link.aps.org/abstract/PRB/v78/e174514
http://link.aps.org/abstract/PRB/v78/e174514
http://link.aps.org/abstract/PRB/v78/e174515
http://link.aps.org/abstract/PRB/v78/e174515
http://link.aps.org/abstract/PRB/v78/e174515
http://link.aps.org/abstract/PRB/v78/e174516
http://link.aps.org/abstract/PRB/v78/e174516
http://link.aps.org/abstract/PRB/v78/e174516
http://link.aps.org/abstract/PRB/v78/e174517
http://link.aps.org/abstract/PRB/v78/e174517
http://link.aps.org/abstract/PRB/v78/e174517
http://link.aps.org/abstract/PRB/v78/e174517
http://link.aps.org/abstract/PRB/v78/e174518
http://link.aps.org/abstract/PRB/v78/e174518
http://link.aps.org/abstract/PRB/v78/e174518
http://link.aps.org/abstract/PRB/v78/e174518
http://link.aps.org/abstract/PRB/v78/e174519
http://link.aps.org/abstract/PRB/v78/e174519
http://link.aps.org/abstract/PRB/v78/e174519


Possible superconductivity in Fe-Sb based materials: Density functional study of LiFeSb (5 pages) . . . . . . . . . 174520

Lijun Zhang, Alaska Subedi, D. J. Singh, and M. H. Du

Low-temperature Hall effect in electron-doped superconducting La2−xCexCuO4 thin films (5 pages) . . . . . . . . . 174521

K. Jin, B. Y. Zhu, B. X. Wu, L. J. Gao, and B. R. Zhao

Energy scales in the Raman spectrum of electron- and hole-doped cuprates within competing scenarios
(7 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174522

B. Valenzuela and E. Bascones

Upper critical fields and thermally-activated transport of NdFeAsO0.7F0.3 single crystal (9 pages) . . . . . . . . . . . 174523

J. Jaroszynski, F. Hunte, L. Balicas, Youn-jung Jo, I. Raičević, A. Gurevich, D. C. Larbalestier,
F. F. Balakirev, L. Fang, P. Cheng, Y. Jia, and H. H. Wen

k-dependent SU�4� model of high-temperature superconductivity and its coherent-state solutions
(10 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174524

Yang Sun, Mike Guidry, and Cheng-Li Wu

High-Q cavity-induced fluxon bunching in inductively coupled Josephson junctions (7 pages) . . . . . . . . . . . . . . 174525

S. Madsen, N. Grønbech-Jensen, N. F. Pedersen, and P. L. Christiansen

Crossover from hc /e to hc /2e current oscillations in rings of s-wave superconductors (9 pages) . . . . . . . . . . . 174526

F. Loder, A. P. Kampf, and T. Kopp

Resonant excitations of single and two-qubit systems coupled to a tank circuit (11 pages) . . . . . . . . . . . . . . . . . 174527

S. N. Shevchenko, S. H. W. van der Ploeg, M. Grajcar, E. Il’ichev, A. N. Omelyanchouk, and
H.-G. Meyer

Particle-hole fluctuations in BCS-BEC crossover (10 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174528

S. Floerchinger, M. Scherer, S. Diehl, and C. Wetterich

Evidence for unusual superconducting correlations coexisting with stripe order in La1.875Ba0.125CuO4

(13 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 174529

J. M. Tranquada, G. D. Gu, M. Hücker, Q. Jie, H.-J. Kang, R. Klingeler, Q. Li, N. Tristan, J. S. Wen,
G. Y. Xu, Z. J. Xu, J. Zhou, and M. v. Zimmermann

COMMENTS

Comment on “Vibrational and configurational parts of the specific heat at glass formation” (2 pages) . . . . . . . 176301

Daniele Cangialosi, Angel Alegría, and Juan Colmenero

Reply to “Comment on ‘Vibrational and configurational parts of the specific heat at glass formation’ ”
(2 pages) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 176302

E. Tombari, C. Ferrari, G. Salvetti, and G. P. Johari

ERRATA

Erratum: Suppression of tunneling in a superconducting persistent-current qubit �Phys. Rev. B 76, 220505�R�
�2007�� (1 page) . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . 179901�E�

Rakesh P. Tiwari and D. Stroud

CONTENTS - Continued

PHYSICAL REVIEW B THIRD SERIES, VOLUME 78, NUMBER 17 NOVEMBER 2008-1(I)

The editors and referees of PRB find these papers to be of particular interest, importance, or clarity. Please see our Announcement Phys. Rev. B 77, 130001 �2008�.

http://link.aps.org/abstract/PRB/v78/e174520
http://link.aps.org/abstract/PRB/v78/e174520
http://link.aps.org/abstract/PRB/v78/e174520
http://link.aps.org/abstract/PRB/v78/e174521
http://link.aps.org/abstract/PRB/v78/e174521
http://link.aps.org/abstract/PRB/v78/e174521
http://link.aps.org/abstract/PRB/v78/e174522
http://link.aps.org/abstract/PRB/v78/e174522
http://link.aps.org/abstract/PRB/v78/e174522
http://link.aps.org/abstract/PRB/v78/e174522
http://link.aps.org/abstract/PRB/v78/e174523
http://link.aps.org/abstract/PRB/v78/e174523
http://link.aps.org/abstract/PRB/v78/e174523
http://link.aps.org/abstract/PRB/v78/e174523
http://link.aps.org/abstract/PRB/v78/e174524
http://link.aps.org/abstract/PRB/v78/e174524
http://link.aps.org/abstract/PRB/v78/e174524
http://link.aps.org/abstract/PRB/v78/e174524
http://link.aps.org/abstract/PRB/v78/e174525
http://link.aps.org/abstract/PRB/v78/e174525
http://link.aps.org/abstract/PRB/v78/e174525
http://link.aps.org/abstract/PRB/v78/e174526
http://link.aps.org/abstract/PRB/v78/e174526
http://link.aps.org/abstract/PRB/v78/e174526
http://link.aps.org/abstract/PRB/v78/e174527
http://link.aps.org/abstract/PRB/v78/e174527
http://link.aps.org/abstract/PRB/v78/e174527
http://link.aps.org/abstract/PRB/v78/e174527
http://link.aps.org/abstract/PRB/v78/e174528
http://link.aps.org/abstract/PRB/v78/e174528
http://link.aps.org/abstract/PRB/v78/e174528
http://link.aps.org/abstract/PRB/v78/e174529
http://link.aps.org/abstract/PRB/v78/e174529
http://link.aps.org/abstract/PRB/v78/e174529
http://link.aps.org/abstract/PRB/v78/e174529
http://link.aps.org/abstract/PRB/v78/e174529
http://link.aps.org/abstract/PRB/v78/e176301
http://link.aps.org/abstract/PRB/v78/e176301
http://link.aps.org/abstract/PRB/v78/e176301
http://link.aps.org/abstract/PRB/v78/e176302
http://link.aps.org/abstract/PRB/v78/e176302
http://link.aps.org/abstract/PRB/v78/e176302
http://link.aps.org/abstract/PRB/v78/e176302
http://link.aps.org/abstract/PRB/v78/e179901
http://link.aps.org/abstract/PRB/v78/e179901
http://link.aps.org/abstract/PRB/v78/e179901
http://link.aps.org/abstract/PRB/v78/e179901

